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Observation of room-temperature magnetic
skyrmions and their current-driven dynamics in
ultrathin metallic ferromagnets
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Maxwell Mann1, Andrea Krone2, Robert M. Reeve2, Markus Weigand6, Parnika Agrawal1,
Ivan Lemesh1, Mohamad-Assaad Mawass2,6, Peter Fischer7,8, Mathias Kläui2,3*
and Geoffrey S. D. Beach1*
Magnetic skyrmions1,2 are topologically protected spin
textures that exhibit fascinating physical behaviours1–6 and
large potential in highly energy-efficient spintronic device
applications7–13 . The main obstacles so far are that skyrmions
have been observed in only a few exotic materials and at
low temperatures1–4,6–8 , and fast current-driven motion of
individual skyrmions has not yet been achieved. Here, we
report the observation of stable magnetic skyrmions at room
temperature in ultrathin transition metal ferromagnets with
magnetic transmission soft X-ray microscopy. We demonstrate
the ability to generate stable skyrmion lattices and drive trains
of individual skyrmions by short current pulses along a
magnetic racetrack at speeds exceeding 100 m s−1 as required
for applications. Our findings provide experimental evidence of
recent predictions10–13 and open the door to room-temperature
skyrmion spintronics in robust thin-film heterostructures.
Whereas the exchange interaction in common magnetic
materials leads to collinear alignment of lattice spins, in materials
with broken inversion symmetry and strong spin–orbit coupling,
the Dzyaloshinskii–Moriya interaction14,15 (DMI) can stabilize
helical magnetic order1,2,4–6,16,17 . Of particular interest in such
materials are magnetic skyrmions1,2 , particle-like chiral spin
textures that are topologically protected from being continuously
‘unwound’. Magnetic skyrmions can arrange spontaneously into
lattices1–6 , and charge currents can displace them at remarkably low
current densities7–13 . However, experimental observation of these
intriguing and useful behaviours at room temperature has so far
remained elusive.
Skyrmion lattices were first observed in B20 compounds such
as MnSi (refs 2,4), FeCoSi (ref. 3) and FeGe (ref. 5), whose
non-centrosymmetric crystal structure gives rise to bulk DMI.
Unfortunately, these materials order far below room temperature
and only a few such compounds are known. DMI can also
emerge at interfaces owing to broken mirror symmetry18 . Spin
cycloids and nanoscale skyrmion lattices have been observed
in epitaxial ultrathin transition metal films by spin-polarized
scanning tunnelling microscopy at ultralow temperatures6,17 . More
recently, strong interfacial DMI in polycrystalline thin-film stacks

such as Pt/CoFe/MgO, Pt/Co/Ni/Co/TaN and Pt/Co/AlOx has
been inferred from field-induced asymmetries in domain wall
motion19,20 and nucleation21 . Micromagnetic simulations based
on experimental estimates of DMI suggest that skyrmions can
be nucleated, stabilized and manipulated by charge currents in
such materials13 , which could open the door to room-temperature
skyrmion spintronics in robust thin-film heterostructures11 .
Here, we present direct observation of stable magnetic
skyrmions and their current-driven motion in thin transition
metal ferromagnets at room temperature. [Pt(3 nm)/Co(0.9 nm)/
Ta(4 nm)]15 and [Pt(4.5 nm)/CoFeB(0.7 nm)/MgO(1.4 nm)]15
multilayer stacks (hereafter Pt/Co/Ta and Pt/CoFeB/MgO,
respectively) with perpendicular magnetic anisotropy were studied
with high-resolution magnetic transmission soft X-ray microscopy
(MTXM, Fig. 1a). Pt in contact with Co is known to generate
strong DMI (refs 20,22), whereas Ta and MgO generate very weak
DMI (refs 22–24), so that a large net DMI is anticipated in these
asymmetric stack structures.
Figure 1b shows full-field MTXM images of the domain structure
in a Pt/Co/Ta film, which allow the DMI strength to be quantified. At
remanence the film exhibits a demagnetized labyrinth domain state,
consistent with the sheared out-of-plane hysteresis loop in Fig. 1c,
inset. With increasing out-of-plane field Bz > 0, the up domains
(dark contrast) grow while the down domains (light contrast)
contract into narrow labyrinth domains, vanishing at saturation.
The domain width reflects the balance between the decreased
demagnetizing energy and increased domain wall energy in the
multidomain state. The √
latter scales with the domain wall surface
energy density σDW = 4 AKu,eff − π|D|, where A is the exchange
stiffness, Ku,eff is the effective uniaxial anisotropy constant, and D is
the DMI constant25,26 . Hence, σDW is lowered and domain formation
is more favourable whenever D is finite. Measuring the domain
spacing therefore provides a convenient means to quantify σDW , and
hence to estimate |D|, using well-established analytical models of
domain widths in multilayer films27 .
The high spatial resolution (∼25 nm) of MTXM allowed
measurement of the domain widths d↑ and d↓ of up and down
domains, respectively, as a function of increasing Bz . At low fields,
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Figure 1 | Soft X-ray imaging of domain structure. a, Schematic of MTXM geometry. b, Series of MTXM images acquired after negative field saturation for
several increasing fields Bz > 0 for a continuous Pt/Co/Ta film. Dark and light contrast correspond to magnetization oriented up (along +z) and
down (along −z), respectively. c, Width of up and down domains versus Bz , determined from MTXM images. Error bars denote standard deviation of ten
individual width measurements. The inset shows a hysteresis loop for a companion film grown on a naturally oxidized Si wafer with magnetization (M)
normalized to the saturation magnetization (Ms ) versus out-of-plane field Bz .
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Figure 2 | Spin structure phase diagram. a, Representation of the stable ground states for 400 nm discs as a function of saturation magnetization and DMI.
The colour scale indicates the domain wall angle evolving from a pure Bloch to a pure Néel configuration with increasing DMI. Insets are exemplary
micromagnetically computed domain structures, with red and blue corresponding to up and down magnetization. The red star indicates the material
paramaters corresponding to the Pt/Co/Ta sample used in experiments. The red dashed box indicates the region corresponding to the simulations shown
in panel b. b, Examples of stable spin structures for 2 µm discs for small variations close to the experimental materials parameters showing that in this
regime the ground state is very sensitive to variations in the magnetic parameters.

d↑ and d↓ vary linearly with Bz , maintaining a constant domain
period d = d↓ + d↑ ≈ 480 nm. At higher field d↑ diverges whereas
d↓ approaches a terminal width d↓,min ≈ 100 nm at Bz ≈ 10 mT,
showing little further variation until saturation. We note that in
Fig. 1c, the large apparent remanent magnetization and coercivity
(field where up and down domains are the same width) suggested by
the low-field MTXM images most likely arise from a large remanent
field in the electromagnet, which has not been corrected for.
These behaviours are well described by analytical domainspacing models for multilayer films27 , from which we find
σDW = 1.3 ± 0.2 mJ m−2 (see Supplementary
Information 2 for
√
details). This is much smaller than 4 AKu,eff ≈ 5.3 mJ m−2 expected
2

in the absence of DMI, implying a large |D| = 1.3 ± 0.2 mJ m−2 .
Micromagnetic simulations of the domain spacing (see
Supplementary Information 2 and Supplementary Fig. 2)
corroborated this result. We also examined bubble domain
expansion in single-layer films (Supplementary Information 3),
which exhibits asymmetry under in-plane field application
demonstrating DMI-stabilized Néel domain walls with left-handed
chirality, as expected because of the strong interfacial DMI.
Figure 2 summarizes micromagnetic simulations (see Methods)
that predict a stable skyrmion lattice in laterally confined geometries
for certain combinations of DMI and saturation magnetization
M̃s . Figure 2a depicts the static magnetic configuration of a
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Figure 3 | Skyrmion lattice generation. a, STXM images of the domain state in a 2 µm Pt/Co/Ta disc at Bz = −6 mT (left) and after subsequently applying
Bz = 2 mT (right). b, Scanning electron micrograph of a magnetic disc array with a Au microcoil patterned around one disc. c, Sequence of STXM images
after applying bipolar pulse trains (peak-to-peak voltage amplitude Vpp ) with the microcoil, showing transformation from labyrinth stripe domain into
skyrmion lattice. d, An initial labyrinth domain state was generated by static field (first image) and then transformed into a hexagonal skyrmion lattice by
applying a bipolar pulse train with Vpp = 10 V (second image). The last two images were acquired after applying Vpp = 4 V and Vpp = 5 V, respectively. Dark
(light) contrast corresponds to up (down) magnetization in all STXM images except for the last three in d, where the X-ray magnetic circular dichroism
(XMCD) contrast was inverted.

400-nm-diameter disc as a function of |D| and M̃s , which
parameterize the DMI and magnetostatic energies that prefer nonuniform ground states. Here, M̃s = Ms tCo /Λ is the volume-averaged
saturation magnetization, where tCo is the Co layer thickness
and Λ is the multilayer period. For large M̃s the magnetostatic
energy dominates, stabilizing magnetic bubble skyrmions that
transition from achiral Bloch to homochiral Néel skyrmions with
increasing |D|.
For smaller M̃s , in the range corresponding to the experimental
M̃s = 6.8 × 104 A m−1 , the magnetostatic energy alone is insufficient
to generate a non-uniform state. For small |D| in this regime, only
the uniformly magnetized state can be stabilized, indicating that the
experimentally observed multidomain states are driven by the DMI.
In the low-M̃s regime, as |D| is increased, the uniformly magnetized
state gives way to a DMI-stabilized Néel skyrmion lattice phase, and
finally to a Néel labyrinth phase when |D| is large.
Figure 2b shows the magnetic texture calculated in the region
where |D| and M̃s are close to experimental values. Calculations
were performed for a larger 2-µm-diameter disc, corresponding
to the experimental geometry described below. For larger discs,
the skyrmion lattice phase extends to lower |D| because the
disc can accommodate larger-diameter skyrmions. The magnetic
configuration and skyrmion size depend sensitively on M̃s and |D|,
and for the parameters of our Pt/Co/Ta films, the labyrinth stripe
phase and skyrmion phase are predicted to be close in energy,
suggesting that the skyrmion lattice phase might be realized
experimentally in this system.
We used scanning transmission X-ray microscopy (STXM) to
confirm these predictions experimentally. Figure 3a shows STXM
images of the domain structure in a 2-µm-diameter Pt/Co/Ta
disc during minor loop cycling of Bz . The left panel shows
a parallel stripe phase at Bz = −6 mT, which transforms into
a symmetric hexagonal skyrmion lattice after Bz is swept to
+2 mT, favouring up (dark-contrast) domains. This lattice closely
resembles the micromagnetically computed structure in Fig. 2b for
the experimental M̃s and |D|, and the quasistatic transformation
between the stripe phase and skyrmion lattice demonstrates that
both these phases are metastable. Furthermore, our micromagnetic
simulations predict that the skyrmion lattice is stable even at zero

field for this material. To demonstrate this, we show in Fig. 3c,d the
dynamical transformation of a labyrinth stripe domain phase into a
hexagonal skyrmion lattice at Bz = 0, by applying short (6 ns) bipolar
field pulses with a lithographically patterned microcoil (Fig. 3b).
Bipolar pulses were used to excite the domain structure without
causing any significant changes of the relative area of ‘up’ and
‘down’ domains. The disc was first saturated in the up state, and
then Bz = −2 mT was applied to nucleate a down labyrinth stripe
domain (light contrast in Fig. 3c) before setting Bz back to zero.
The process of lattice formation can be seen as bipolar voltage
pulse trains with increasing amplitude Vpp are injected into the
coil (see Supplementary Fig. 6 for corresponding field profile). As
Vpp is increased from 2 to 9 V, the stripe domain begins to break
into discrete skyrmions starting at one end (Fig. 3c) and after
Vpp = 10 V, the domain structure has completely transformed into
a geometrically confined skyrmion lattice. As the total domain area
in the process does not change, the system is most likely seeking the
most energetically stable configuration while maintaining a fixed
net magnetization.
The degree of order and the skyrmion size can be manipulated
by low-amplitude pulse excitation (Fig. 3d). After initializing the
disc with a down labyrinth domain, Bz was set to zero and a
pulse train at Vpp = 10 V was applied to create a stable array of
skyrmions. By applying a small-amplitude pulse train Vpp = 4 V, the
skyrmions relax into a highly ordered hexagonal lattice, without
changing their size. Increasing slightly the pulsed field amplitude to
Vpp = 5 V (Fig. 3d) decreases the skyrmion size and increases their
density. This result demonstrates that multiple skyrmion diameters
can be stabilized in confined geometries, leading to multiple lattice
periodicities that are commensurate with the confining geometry,
as seen also in simulations (see Supplementary Information 5). The
skyrmion size can also be controlled with an externally applied
out-of-plane field, and skyrmions can be reduced to <50 nm in
diameter (see Supplementary Information 5).
Having established that skyrmions can form stable lattices in
this material, we next investigate their manipulation by current in
a magnetic track. Recent simulations13 suggest that skyrmions in
ultrathin films can be efficiently driven by vertical spin current
injection, which can occur when charge current flows in an adjacent
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Figure 4 | Current-driven skyrmion motion. a, Schematic of a magnetic track on an Si3 N4 membrane with current contacts and skyrmions stabilized by a
down-directed applied magnetic field. b, Sequential STXM images showing skyrmion displacement in Pt/Co/Ta after injecting 20 unipolar current pulses
along the track, with an amplitude ja = 2.2 × 1011 A m−2 and polarity as indicated. Individual skyrmions are outlined in coloured circles for clarity. c, Average
skyrmion velocity of Pt/Co/Ta (filled symbols) and Pt/CoFeB/MgO (open symbols) versus current density. Different shaped symbols correspond to
different devices. Error bars denote standard deviation of multiple measurements.

heavy metal because of the spin Hall effect. In this case, the current
exerts a Slonczewski-like torque that can be much stronger than
spin-transfer torques from in-plane spin current. As Pt and Ta have
large spin Hall angles with opposite signs, the spin Hall currents
generated at each interface in Pt/Co/Ta work in concert to generate
a large Slonczewski-like torque28 . As the spin Hall effect direction
of motion of a skyrmion depends on its topology13 , observations
of current-induced displacement can serve to unambiguously verify
the topology and chirality of the skyrmions in this system.
In Fig. 4, an external magnetic field Bz was applied to a
2-µm-wide Pt/Co/Ta magnetic track to shrink the zero-field
labyrinth domains into a few isolated skyrmions. The track was
contacted by Au electrodes at either end for current injection
(Fig. 4a). Figure 4b shows a sequence of STXM images of a
train of four skyrmions stabilized by Bz . Each image was acquired
after injecting 20 current pulses with current-density amplitude
ja = 2.2 × 1011 A m−2 and duration 20 ns, with the polarity indicated
in the figure. Three of the four skyrmions move freely along the
track, and can be displaced forward and backward by current,
whereas the left-most skyrmion remains immobile, evidently
pinned by a defect.
The propagation direction is along the current-flow direction
(against electron flow), and this same directionality was observed
for skyrmions with oppositely oriented cores. This behaviour is
analogous to spin Hall current-driven motion of homochiral Néel
domain walls stabilized by interfacial DMI in Pt/Co(Fe)/oxide
thin films19,20,24 . Micromagnetic simulations (see Supplementary
Information 6.1 and Supplementary Fig. 5 for details) show that as is
the case for domain walls, spin-Hall-driven displacement along the
current-flow direction occurs only for left-handed Néel skyrmions,
confirming the topology of the skyrmions in this material.
The average skyrmion velocity was measured versus current
density in three different devices, shown in Fig. 4c. We observe
a critical current density jc ∼ 2.0 × 1011 A m−2 , below which no
4

skyrmion motion is observed. Slightly above jc the skyrmions
move at different average speeds in different regions of the track,
suggesting a significant influence of local disorder on the dynamics.
Interestingly, pinned skyrmions can be annihilated, as seen in the
last image of Fig. 4b, where only three skyrmions remain, and the
left-most skyrmion becomes pinned at the same location as was
the annihilated skyrmion. At higher current densities we observe
fast skyrmion motion with velocities approaching 50 m s−1 at
j ∼ 3.5 × 1011 A m−2 .
The experimentally observed critical current density, and the
skyrmion velocities that are lower than those calculated for a defectfree sample (see Supplementary Fig. 8) are in sharp contrast to
recent micromagnetic studies that predict high skyrmion mobility
even in the presence of discrete defects10–13 . In those studies, discrete
defects were introduced sparsely at a length scale larger than the
skyrmion size, so that skyrmions could propagate around them and
avoid becoming pinned. In ultrathin films, both the anisotropy and
DMI arise from interface coordination, and atomic-scale interface
disorder will result in an energy landscape that is inhomogeneous on
length scales comparable to and smaller than the skyrmion size. Our
micromagnetic simulations (see Supplementary Information 6.2
and 6.3 and Supplementary Figs 9–11 for details) show that shortlength-scale dispersion in the local DMI can strongly pin skyrmions,
leading to a finite critical current, reduced velocities, and currentinduced annihilation of pinned skyrmions, in agreement with
our experiments.
These results suggest that more reliable currentdriven motion might be achieved by using lower pinning
materials. To test this experimentally, we developed
[Pt(3 nm)/CoFeB(0.7 nm)/MgO(1 nm)]15
multilayer
stacks.
Here, amorphous CoFeB was chosen because the absence of grain
boundaries leads to lower pinning as compared with polycrystalline
Co (see Supplementary Information 3 and Supplementary Fig. 4).
The average skyrmion velocity for Pt/CoFeB/MgO versus current

NATURE MATERIALS | ADVANCE ONLINE PUBLICATION | www.nature.com/naturematerials

© 2016 Macmillan Publishers Limited. All rights reserved

NATURE MATERIALS DOI: 10.1038/NMAT4593
b

a

LETTERS
current-induced skyrmion bubble motion in the creep regime has
been recently observed in a different material in ref. 29.
Our results show that in common sputter-deposited transition
metal ferromagnets magnetic skyrmions and skyrmion lattices
can be stabilized and manipulated at high speeds in confined
geometries at room temperature. As the magnetic properties of
thin-film heterostructures can be tuned over a wide range by varying
layer thicknesses, composition and interface materials, this work
highlights the possibility to engineer the properties of skyrmions
and their dynamics using materials that can be readily integrated
into spintronic devices.
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Methods and any associated references are available in the online
version of the paper.
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Figure 5 | Skyrmion displacement at high current densities for Pt/Co/Ta
and Pt/CoFeB/MgO. a,b, Series of sequential STXM images of skyrmions
in Pt/Co/Ta (a) and Pt/CoFeB/MgO (b) tracks after injecting a series of
5 ns current pulses in the direction shown. The current pulse amplitude was
ja = 4.8 × 1011 A m−2 for Pt/Co/Ta and ja = 3.5 × 1011 A m−2 for
Pt/CoFeB/MgO. Several mobile skyrmions are circled for clarity, and
vertical dashed lines are included as visual guides.

is shown in Fig. 4b. We observe skyrmion motion in excess of
100 m s−1 , and a jc similar to that in Pt/Co/Ta, despite the smaller
torque per unit current density in Pt/CoFeB/MgO (with an effective
spin Hall angle ∼0.07, compared with ∼0.34 for Pt/Co/Ta (ref. 28)).
The sequences of images in Fig. 5 compare current-driven
skyrmion motion in Pt/Co/Ta (Fig. 5a) and Pt/CoFeB/MgO (Fig. 5b)
in the higher velocity regime, highlighting the influence of pinning
on the dynamics. In the case of Pt/Co/Ta, skyrmions in some
regions of the track move freely at a velocity of ∼30 m s−1 , whereas
others remain pinned and many skyrmions are annihilated by
the injected current pulses. Such current-induced annihilation of
pinned skyrmions is reproduced in our micromagnetic simulations
(see Supplementary Information 6.3).
The corresponding sequence of images for Pt/CoFeB/MgO in
Fig. 5b shows skyrmions shifted first leftward and then rightward by
current at an average velocity of ∼46 m s−1 . Here, virtually all of the
skyrmions move freely, always against the electron flow direction,
and all but one of the initial skyrmions remain after the sequence of
current pulses. These results demonstrate for the first time that thinfilm metallic ferromagnets can be tailored to allow skyrmions to be
displaced robustly at very high velocities, as necessary for devices.
We note that here we observe skyrmions in the flow regime, whereas
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Methods
The [Pt(3 nm)/Co(0.9 nm)/Ta(4 nm)]15 and [Pt(4.5 nm)/CoFeB(0.7 nm)/
MgO(1.4 nm)]15 films were grown by d.c. magnetron sputtering at room
temperature under 3 mtorr Ar at a background pressure of ∼2 × 10−7 torr. A thin
(3 nm) Ta seed layer was deposited before growing the multilayer stacks. Fifteen
layer repetitions were grown to enhance magnetic contrast in the X-ray magnetic
circular dichroism (XMCD) signal and to more readily destabilize the uniformly
magnetized state on account of the increased demagnetizing field. Samples were
grown on 100-nm-thick Si3 N4 membranes for XMCD imaging in transmission
geometry. Nominally identical companion films were grown on thermally oxidized
Si wafers for magnetic characterization by vibrating sample magnetometry (VSM).
VSM measurements for Pt/Co/Ta yield an in-plane saturation field µ0 Hk = 0.5 T,
and a saturation magnetization Ms = 6 × 105 A m−1 , normalized to the nominal
Co volume. This corresponds to a volume-averaged magnetization
M̃s = 6.8 × 104 A m−1 (averaged over the total film volume). VSM measurements for
Pt/CoFeB/MgO yield field µ0 Hk = 0.7 T and Ms = 4.3 × 105 A m−1 , normalized to
the nominal CoFeB volume.
The disc and track structures in Figs 3–5 were patterned using electron beam
lithography and lift-off. The microcoil in Fig. 3 and current injection contacts in
Figs 4 and 5 were sputtered Ti(5 nm)/Au(100 nm) bilayers patterned using a second
lithography step.
Samples for XMCD imaging were oriented with the surface normal parallel to
the circularly polarized X-ray beam (Fig. 1a), so that the XMCD contrast is
sensitive to the out-of-plane magnetization component. The images in Fig. 1 of the
main text were acquired using full-field magnetic transmission soft X-ray
microscopy (MTXM) performed at the XM-1 beamline 6.1.2 at the Advanced Light
Source. The images in Figs 3–5 of the main text were acquired using scanning
transmission X-ray microscopy (STXM) at the MAXYMUS beamline at the BESSY
II synchrotron.
The bipolar field pulses applied using the microcoil in Fig. 3 of the main text
were generated by injecting square bipolar voltage pulses with peak-to-peak
amplitude Vpp , and a length of 6 ns. The pulse trains referred to in the main text
consisted of 30 s applications of these bipolar pulses at a repetition rate of
1.43 MHz. A peak-to-peak voltage amplitude Vpp = 1 V corresponds to a maximum
current amplitude of 6 mA, or a current density of 6 × 1010 A m−2 . Details of the coil
geometry and calculated magnetic field profile are discussed in Supplementary
Information 3.
Current-driven skyrmion motion experiments were performed using STXM
and full-field MTXM. The magnetic tracks corresponding to Pt/Co/Ta Device
1 in Fig. 4, measured by STXM, were 300 µm long, which limited the maximum
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current density to ∼2.3 × 1011 A m−2 because of the resistance of the track
and the limited voltage available from the voltage pulser. Pt/Co/Ta Devices 2 and 3
in Fig. 4 were measured using MTXM, and were 100 µm long, so that larger current
densities could be used owing to the smaller device resistance. In this case, current
densities above ∼4 × 1011 A m−2 led to damage of the membranes, which limited
the maximum current applied in Fig. 4c. The Pt/Co/Ta and Pt/CoFeB/MgO devices
in Fig. 5 and the Pt/CoFeB/MgO devices used for Fig. 4c were 2 µm wide and
5 µm long. Skyrmion velocities were determined by injecting a low-duty-cycle train
of current pulses, and computing an average velocity using the total displacement
and integrated pulse time. Six to twelve such displacements were recorded, and the
mean and standard deviations of the individual velocity measurements are reported
in Fig. 4c. Current densities were obtained by averaging the injected current across
the Pt and Co or CoFeB layers, because the Ta and MgO layers have a much higher
resistivity and therefore do not shunt a significant fraction of the current. The
resistance of the 15-layer Pt/CoFeB/MgO stack is ∼15 times lower than a single-layer
Pt/CoFeB/MgO track, indicating uniform current flow across the 15 repeats.
Micromagnetic simulations were performed using the MicroMagnum
micromagnetics software, available at http://micromagnum.informatik.
uni-hamburg.de. For the micromagnetic simulations, we used an effective medium
approach to model the multilayer film as a single uniform layer30 , described in
detail in Supplementary Information 1, and thus to reduce the necessary
computational resources. The systems were modelled with mesh sizes of 2 × 2 nm2
and 4 × 4 nm2 for the 400-nm- or 2,000-nm-diameter discs, respectively. To check
for consistency, some geometries were modelled with mesh sizes down to 1 × 1 nm2
and no difference was found. The simulations used a saturation magnetization
6 × 105 A m−1 , an exchange constant A = 1.0 × 10−11 J m−1 , and an out-of-plane
uniaxial anisotropy with in-plane saturation field µ0 Hk = 0.5 T, corresponding to
the values measured by VSM. For simulations of current-driven skyrmion
dynamics, a spin Hall angle θSHE = +0.35 was used, corresponding to the value for
Pt/Co/Ta films reported in ref. 28. The implementation of the current-induced
torque due to the spin Hall effect is described in Supplementary Information 1. The
simulations of the magnetization patterns in the discs in Fig. 2a of the main text
were obtained by relaxing from an initial state corresponding to a 4 × 4
chequerboard pattern.
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